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Client Name:  SHENYANG CHANGCHENG FILTER BOARD CO.,LTD 

Client Address:  No. 31, Yalu West Street, Huangzhan District, Shenyang City, Liaoning Province（2-7-2） 

 
Sample Name:  Oil filter powder 

Sample Batch No.:  24040801 

Production Date:  20240408 

Manufacturer:  SHENYANG GREAT WALL FILTRATION CO.LTD 

----------------------------------------------------------------------------------------------------------------------------- ---------- 
Above information and sample(s) was/were submitted and certified by the client, SGS quoted the information 
with no responsibility as to the accuracy, adequacy and/or completeness. 
 
 

Date of Sample Received:  2024-04-12 

Testing Period:  2024-04-12 ~ 2024-04-23 

Test Requested:  Select test(s) as requested by the client. 

Test Method(s):  Please refer to next page(s). 

Test Result(s):  Please refer to next page(s). 
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Sample Description: 

Sample No. SGS Sample ID Description 

1 QDF24-0022092-0001 sample in bag 
 

 
Test Result(s):  
 

Sensory Test(s) 
 

Code Test Item(s) Test Method(s) 
Test Result(s) 

1 
Limit Comment 

1 #Colour GB 1886.62-2015 white White Pass 

2 #State GB 1886.62-2015 Powder Powder Pass 
 

 
 

 
Chemical Test(s) 
 

Code 
Test 

Item(s) 
Unit(s) Test Method(s) 

Test 
Result(s) 

1 
LOQ Limit Comment 

3 
#Magnesiu

m oxide 
% GB 1886.62-2015 19.0 - ≥15.0 Pass 

4 

#Residue 
on 

ignition(On 
dry basis) 

% GB 1886.62-2015 10.4 - 
Complia
nt with 
claims 

Pass 

5 
#Soluble 

salts 
% GB 1886.62-2015 <3.0 - ≤3.0 Pass 

6 
#Free 

alkalinity 
% GB 1886.62-2015 <1.0 - ≤1.0 Pass 

7 #Fluoride mg/kg GB 1886.62-2015 <3 - ≤10 Pass 

8 
Loss on 
drying 

g/100 g GB 5009.3-2016 Ⅰ 14.9 - 
Complia
nt with 
claims 

Pass 

9 Lead(Pb) mg/kg 
GB 5009.75 -2014 

Ⅱ 
1.0 0.1 ≤5.0 Pass 

 

 
 

 
Remark: 
1.# Test items were not included in the CNAS Accredited Schedule for our laboratory. 
2.LOQ = Limit of Quantitation 
3.Limit(s):According to GB 1886.62-2015 
4.The client claims:Residue on ignition(On dry basis) ≤15%,Loss on drying ≤20% 
 

 
Attention:  
Unless otherwise stated the results shown in this test report refer only to the items tested.This 
document cannot be used for improper publicity, without prior written approval of the SGS. The test 
report shall only be used for scientific research, teaching, internal quality control. 

*** End*** 
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